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Code: C16 M-401

6446 
BOARD DIPLOMA EXAMINATION 

MARCH/APRIL - 2019 
DIPLOMA IN MECHANICAL ENGINEERING 

ENGINEERING MATERIALS 
FOURTH SEMESTER EXAMINATION 

 
Time: 3 Hours                                                                                                    Total Marks: 80 

 
PART - A         (3m x 10 = 30m) 

  Note 1:Answer all questions and each question carries 3  marks 
       2:Answers should be brief and straight to the point and shall not exceed 5 simple sentences 
 

PART - B         (10m x 5 = 50m) 
  Note 1:Answer any five questions and each carries 10 marks 
       2:The answers should be comprehensive and the criteria for valuation is the content but not the length of the answer 
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LABPC-2
Typewritten text
State various engineering applications of nitriding?

LABPC-2
Typewritten text
Explain the geometry of Specimens for charpy and izod test with a line sketch?



*

*

*

Code: C16 M-401

15.

16.

17A.

  B.

18.

- xxx -

Page: 2 of 2

A.A
.N

.M
 &

 V
.V

.R
.S

.R
 P

OLYTEHNIC
,G

UDLAVALLERU,K
RIS

HNA D
IS

T,A
.P

LABPC-2
Typewritten text
Write the application of the following engineering materials? 

LABPC-2
Typewritten text
a) Steel	b) Cast iron

LABPC-10
Typewritten text
Discuss the influence of silicon, sulphur, manganese, nickel and phosphorous

LABPC-10
Typewritten text
on the  properties of cast iron.


